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286/4409451 This Report consists of 26 pages

Sanypick Plastics SA
28814 Daganzo
Madrid

Spain

Letter from Client Reference Testing to BS 7320:1990
Dated 26 November 2002 Equipment Number 10045044

Sharps Containers

BS 7320:1990 Clauses 2, 3,4, 5,6, 7 and 8

Fail Clauses 7 and 8 - See Summary of Results on Page 2
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This Test Report is issued subject to the conditions stated in current issue of PS082 'General
conditions relating to acceptance of testing'. The results contained herein apply only to the
particular sample/s tested and to the specific tests carried out, as detailed in this Test Report. The
issuing of this Test Report does not indicate any measure of Approval, Certification, Supervision,
Control or Surveillance by BSI of any product. No extract, abridgement or abstraction from a Test
Report may be published or used to advertise a product without the written consent of the

General Manager, BS| Product Services, who reserves the absolute right to agree or reject all or
any of the details of any items or publicity for which consent may be sought,

BSI Product Services Maylands Avenue Hemel Hempstead Hertfordshire HP2 45Q Telephone: (01442) 230442
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TESTING, EXAMINATION AND ASSESSMENT OF SHARPS CONTAINERS SUBMITTED AS
INDEPENDENT TEST SAMPLES

INTRODUCTION

At the request of Sanypick Plastics SA the Sharps Containers detailed below, were tested and
assessed against the requirements of BS 7320:1990, as indicated on the following pages of this
Report. This request was made in an Letter from the Client dated

26 November 2002 and reference Testing to BS 7320:1990. It is emphasized that assessments
were not made against the other clauses of the Specification.

This Report only relates to the actual samples which have been tested and assessed. The
results obtained do not necessarily relate to samples from the production line and in no way
imply the performance or quality of the continuing production.

TEST ITEMS

10 off 1.8 Litre Sharps Containers plus Lids
10 off 3 Litre Sharps Containers plus Lids
10 off 5 Litre Sharps Containers plus Lids
10 off 10 Litre Sharps Containers plus Lids

SUMMARY OF RESULTS

The 1.8 Litre, 3 Litre and 5 Litre Sharps containers failed to meet the requirements of clauses 7
and 8 of the specification, but met the requirements of those other clauses, or parts thereof,
against which assessments were made.

The 10 Litre Sharps container failed to meet the requirements of clause 8 of the specification,
but met the requirements of those other clauses, or parts thereof, against which assessments
were made.

The potential variability in, both the items tested and the method of measurement used, means
that for measurements close to a specified limit, the level of confidence in a compliance
statement may or may not be reduced.

Further advice on the specific measurements in this report that may be affected can be
obtained from the report authoriser shown on the front cover.
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286/4429515 This Report consists of 12 pages

Sanypick Plastics SA
Pal. Ind. Los Frailes 64
28814 Daganzo
Madrid

Spain

E-Mail from Client dated 28 February 2003
Equipment Number 10048570

Sharps Containers

BS 7320:1990 Clauses 7 and 8

See Summary of Results on Page 2
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particular sample/s tested and 1o the specific tests carried out, as datailed in this Test Report. The
issuing of this Test FReport does not indicate any measure of Approval, Certification, Supervision,
Control or Survelllance by BSI of any product. No exiract, abridgement of ahu'wﬁunn'rm
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TESTING, EXAMINATION AND ASSESSMENT OF SHARPS CONTAINERS SUBMITTED AS
INDEPENDENT TEST SAMPLES

INTRODUCTION

At the request of Sanypick Plastics SA the Sharps Containers detailed below, were tested and
assessed against the requirements of BS 7320:1990, as indicated on the following pages of this
Report. This request was made in an E-Mail from the Client dated 28 February 2003. Itis
emphasized that assessments were not made against the other clauses of the Specification.

This Report only relates to the actual samples which have been tested and assessed. The
results oblained do not necessarily relate to samples from the production line and in no way
Imply the performance or quality of the continuing production will be maintained.

TEST ITEMS

1 off 5 Litre Sharps Containers plus Lids

1 off 3 Litre Sharps Containers plus Lids

1 off 1.8 Litre Sharps Containers plus Lids

Assembly Instructions for 10, 5, 3 and 1.8 Litre Containers

This is a retest from BSI Product Services Report Number 286/4409451
Equipment Number 10045044

SUMMARY OF RESULTS

The Sharps Containers met the requirements of those clauses, or parts thereof, of the
Specification against which its were made.

The potential variability in, both the items tested and the method of measurement used, means
that for measurements close to a specified limit, the level of confidence in a compliance
statement may or may not be reduced.

Further advice on the specific measurements in this report that may be affected can be
obtained from the report authoriser shown on the front cover.



